
Table 3-24:  CO2 Emissions from Ferroalloy Production 
Year Tg CO2 Eq. Gg 
1990 2.0 1,980 
1991 2.0 1,980 
1992 2.0 1,980 
1993 2.0 1,980 
1994 1.8 1,849 
1995 1.9 1,866 
1996 2.0 1,954 
1997 2.0 2,038 
1998 2.0 2,027 
1999 2.0 1,996 
2000 1.7 1,719 
2001 1.3 1,329 

 


